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PLA 190-210 50-70 123g/om® | 15 160eC /211%kg)g omin| 238 MPa 15.00% 60MPa 2700MPa 39kyme | 53°C(0.45MPa) | 100% |
PLA+ 200-220 5070 1.2g/lcms | 14(190°C/216kg)g/10min | = 50MPa 11.20% 91MPa 1913MPa 5.4k | 53°C(0.45MPa) | 100% |
PLA Pro 180-220 50-65 1.259/om* | g, 90°C/217ékg)g/1 omin| 244 MPa 6.00% 80MPa 2900MPa skjme | 57°C(0.45MPa) |100% | {
HS-PLA 210-230 50-70 1.22g/om®  |8.2(190°C/216kg)g/10min| > 60 MPa 19.10% 80MPa 2680MPa | 385kjm? | 53°C(0.45MPa) | 100%|
Silk-PLA 195-230 50-70 1.21g/om®  [12.8(190°C/216kg)g/Omin| > 52MPa 14.20% 65MPa 1440MPa 5.8Gm | 50°C(0.45MPa) | 100% | {
Dual-color Silk| 195230 50-70 1.2g/cm®  [12.8(190°C/216kg)gHOmin > 55MPa 19.80% 68MPa 1650MPa 3.9kjm?> | 53°C(0.45MPa) |100% 3(1
Tri-color PLA | 195-230 5070 1.2g/cm®  [12.8(190°C/216kg)g/10min > 55MPa 19.80% 68MPa 1650MPa sokjme | 53°C(0.45MPa) | 100% |
PLA 200-220 50-70 1.23g/oms | 14(190°C/216kg)g/10min | > 50MPa 11.20% 91MPa 1913MPa sakjme | 53°C(0.45MPa) | 100% | {
G(;:‘r"l’(igl_'ze 200-220 50-70 1.23g/cm® | 14(190°C/216kg)g/10min | = 50MPa 11.20% 91MPa 1913MPa 5.4kj/m2 53°C(0.45MPa) |100% g
Tiantum metall 200220 50-70 1.22g/cm® | 14(190°C/216kg)g/10min | > 60MPa 12.20% 93MPa 1918MPa 5.6k | 54°C(0.45MPa) | 100% |
Silk Railbow | 195230 50-70 121glem® [12.8(190°C/216kg)g/AOmin| > 52MPa 14.20% 65MPa 1440MPa 5.8k | 50°C(0.45MPa) | 100% |
Glitter PLA 200-220 50-70 1.23g/om®  [14.5(190°C/216kg)g/Omin| > 52MPa 11.50% 90MPa 1915MPa 5.3k | 53.5°C(0.45MPa) | 100% |
c°psf;\Red 190-220 50-70 1.35g/cm® | 10(190°C/216kg)g/10min | = 63MPa 11.80% 93MPa 2280MPa 5.2kj/m2 53°C(0.45MPa) |100% é‘
Wood PLA 190-220 50-70 1.20g/om® | 12.1(190°C/216kg)g/10min | > 50MPa 23.20% 61MPa 2130MPa a4k | 51°C(0.45MPa) | 100% | {
OAK PLA 190-210 5070 123g/om® | 15 160ec /211%'@9 omin| 238 MPa 15.00% 60MPa 2700MPa 39kyme | 53°C(0.45MPa) [100%|
Marble PLA 190-220 5070 1.23g/oms [13.1(190°C/216kg)g/0min| > 53MPa 12.50% 91MPa 1930MPa 52K | 53°C(0.45MPa) | 100% |
PLA-CF 190-220 5070 1.21g/lems [12.3(190°C/216kg)g/A0min| > 30MPa 6.20% 36MPa 2850MPa adkjme | 53°C(0.45MPa) |100% |
Matte PLA 200-230 5065 131g/em® |5-8(190°C/216kg)g/10min| 2 42 MPa 10.00% 80MPa 2825MPa 5.9kme | 58°C(0.45MPa) | 100% | {
PETG 230-250 70-90 1.26g/om® | 20(250C/2.16kg)g/HOmin | > 50MPa 82.00% 65MPa 1078MPa a7igme | 62°C(0.45MPa) |100% |
HS-PETG 230-260 70-90 1.26g/cm? 15(1900/2,11%'kg)g/10mm > 51MPa 8.80% 64MPa 1072MPa 48K | 62°C(0.45MPa) |100% | &
Glitter-PETG |  230-250 70-90 1.28g/cms  [20.5(2500/2.16kg)g/10min| > 50MPa 83.00% 64MPa 1078MPa a7k | 62°C(0.45MPa) | 100% |
TPU 200-230 5070 121glems | 1.2(190°C/2.16kg) > 34MPa 680.00% g
ABS 240-270 90-110 1.04glems | 13(190°C/2.16kg) > 42MPa 22.00% 66MPa 1179MPa arme | 77°C(0.45MPa) | 0% |
ASA 250-270 90-110 1.1glom® | 25(220°C/216kg)g/0min | > 44 MPa 6.80% 75MPa 3200MPa sKkjme | 105°C(0.45MPa) | 100% | {
PA 250-200 90-110 1.12g/em® |5.3(230°C/216kg)g/10min| 256 MPa 180.00% 56MPa 1480MPa 15kjme | 50°C(0.45MPa) | 0% | &
PETG-CF 230-250 7090 1.25g/cms  [19.6(250C/2.16kg)g/10min|  >36MPa 10.20% 72MPa 2050MPa 2gk/me | 72°C(0.45MPa) |100% | {
PA-CF 250-280°C 5070 1.24g/om®  [10.3(250°C/216kg)g/Omin| > 76MPa 26.20% 123MPa 4980MPa 12.4k/me | 153°C(0.45MPa) | 100% |
ABS-CF 240-270°C 100-110 1.06g/cms |  14.2(220°C/2.16kg) | >30.8MPa 5.80% 76MPa 2688MPa | 3s2kyme | 97°C(0.45MPa) | 0% |










